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Threaded Fastner Displacement Test

Project Number
Location Name
Sample Number
Set Number

- None -
- None -
UntrkdSample202410_19150
UntrkdBoltSet19150

Machine
Calibration Date
Technician
Sample Date

19150 LT-900-VFD-AB-PRIMARY
04/02/2024
-
10/01/2024 03:37

Specimen Number
Length
Width
Thickness

1
3 in
1 in
8 in

Test Date
Preload
Ramp Rate

10/24/2024 13:07
3,000 lbf
0.00279 in/s

Max Load
Tensile Strength
End Cond
End Value

81,019 lbf
133,750 psi
Break
N/A




